
The invention relates to medical products comprising
at least one biocompatible biostable polysulfone
coating. Said polysulfone coating makes it possible,
via the admixture of an adequate quantity of at least
one hydrophilic polymer, to control the elution
kinetics of the at least one antiproliferative,
anti-inflammatory, antiphlogistic, and/or
antithrombogenic agent that is introduced and/or
applied 



while allowing different agents or agent
concentrations to be spatially separated with the aid
of the layer system of biostable polymers. Also
disclosed are a method for producing said medical
products and the use thereof particularly in the form
of stents for preventing restenosis. 


