
The present invention provides an image forming toner
including at least a linear polyester resin (b1) as a
binder resin, wherein the linear polyester resin (b1)
is obtained by reacting a polyester diol (b11) having
a polyhydroxycarboxylic acid skeleton, with a
polyester diol (b12) other than the polyester diol
(b11) in the presence of a chain extending agent. 


