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(54) Title: METHOD FOR MAKING ADIPIC ACID CRYSTALS AND RESULTING CRYSTALS
(54) Titre : PROCEDE DE FABRICATION DE CRISTAUX D'ACIDE ADIPIQUE ET CRISTAUX AINSI OBTENUS

(57) Abstract: The invention concerns a method for making adipic acid crystals, and the resulting crystals. More specifically, the
invention concerns a method for treating the resulting adipic acid crystals after crystallization to obtain crystals capable of being

stored with minimum caking property. Said method comprises a maturing step to partially eliminate the water contained in said
crystals.

(57) Abrégé : La présente invention conceme un procédé de fabrication de cristaux d'acide adipique, ainsi que les cristaux obtenus.
Elle est relative plus concrétement & un procédé de traitement des cristaux d’acide adipique obtenus en sortie de cristallisation pour
B obtenir des cristaux pouvant &tre stockés avec une faculté de mottage minimale. Ce procédé consiste en une étape de maturation

pour éliminer partiellement I'ean contenue dans lesdits cristaux.
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