
Method for cleaning a surface is disclosed comprising
a cleaning step with an aqueous cleaning medium, which
is supplied to said semiconductor surface wherein the
cleaning medium comprises cleaning particles suspended
in a colloidal form and mechanical agitation is
applied to the particles to be removed for at least
part of the time during the cleaning step. 


