COMPOSITION FOR SOFT CAPSULE SHELL

ABSTRACT

When preparing a soft capsule shell by forming a
film from a composition for a soft capsule shell
comprising a base containing either gelatin or a mixture
of starch and carrageenan as a main component and a
plasticizer containing sorbitol, maltitol and glycerin as
main components, it is possible to provide a soft capsule
in which the soft capsule shell thereof does not easily
soften and the surface of the soft capsule shell 1is
resistant to adherence and which has excellent gloss and

transparency even if the plasticizer contains glycerin.
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