
A method for making a composition of magnetic
nanoparticles. The method includes the step of forming
the magnetic nanoparticles, each within a protein
template, wherein a liquid composition of said protein
templates or subunits thereof is subjected to a
microporous membrane filtration step prior to
formation of said magnetic nanoparticles. 


