ABSTRACT MEDI A FOR MEMBRANE | ON EXCHANGE
CHROVATOGRAPHY Medi a for chromat ographi c applicati ons,
wherein the nmedia is a nenbrane having a surface
coated with a polyner such as a polyethyl enei m ne.
The i mmobilized pol yner2B8ARERE is nodified with a
char ge-nodi fyi ng agent to inpart quaternary ammoni um
functionality to the nedia. The nedia is well suited

for chronatographic urification of virus. Figure 1
MEDIA FOR MEMBRANE ION EXCHANGE CHROMATOGRAPHY

Media for chromatographic applications, wherein the media
is a membrane having a surface coated with a polymer such as a
polyethyleneimine. The immobilized polymer coating is modified
with a charge-modifying agent to impart quaternary ammonium
functionality to the media. The media is well suited for

chromatographic purification of virus.
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