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(57) Abstract

PROCESS FOR THE MANUFACTURE OF LOW MOLECULAR WEIGHT POLYPHENYLENE ETHER RESINS

The invention relates to a novel process for the manufacture of functionalized polyphenylene ether resins through redistribution with
a functionalized phenolic compound in the polyphenylene ether resin polymerization reaction solution without the addition of an added
redistribution catalyst or promoter. The invention also relates to the functionalized polyphenylene ether resin made by the process as well
as blends and articles containing the functionalized polyphenylene ether resin made by the process.
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