NANOCSTRUCTURED ZI NC OXI DE AND A METHOD OF PRODUCI NG THE SAME Abstract A
nmet hod of produci ng nanostructured zinc oxi de powder. The nethod conpri ses

i ntroduci ng a source of zinc selected fromnetallic zinc or zinc conmpound
and a process gas m xture which includes an oxidising gas (the reactants)
into a reactor. Wiile in the reactor, the reactants are heated to a process
tenperature effective to vaporise the zinc and to react the reactants to
forma powder product. The powder product is recovered. (Figure 1)
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Abstract

A method of producing nanostructured zinc oxide powder, The method comprises
introducing a source of zinc selected from metallic zinc or zinc compound and a
process gas mixture which includes an oxidising gas (the reactants) into a reactor.
While in the reactor, the reactants are heated to a process temperature effective to
vaporise the zinc and to react the reactants to form a powder product. The powder

product is recovered.

(Figure 1)




