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[Fig. 3]

Effect of Increasing Concentration of Ethanolamine
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602: A solid mixture comprising a
plurality of metals comprising silver and
optionally silica, silicates or an organic
compound

604: Pre-treatment step (size
reduction, priming, washing)

<+—— 606: Lixiviant

608: Leachate 610: Waste including base
comprising silver metals and optionally
organic compounds

612: Precipitation

614: Metallic silver
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