
The present invention provides an ink jet recording head for use in an ink
jet recording device, wherein a water-repellent layer (21) comprising a
homogeneous layer of a fluoropolymer is formed on the surface of a nozzle
for jetting an ink. This water-repellent layer can be formed as a dense,
homogeneous layer through the use of a solvent-soluble fluoropolymer, which
enables an ink jet recording head excellent in the water-repellent
property, the persistence of the water repellency and the durability.    


