
ABSTRACT COMPONENT FOR INTERIOR DECORATION Of AIRCRACT, AND METHOD 0F
MANUFACTURING THE SAME A surface material 53 is provided with a first
adhesive layer 55 formed by applying a first adhesive composed of a
soluble self-digesting adhesive to an adhesive surface 531 and  a second
adhesive layer 57A formed by applying a second adhesive  composed of a
two-part synthetic resin contact adhesive to the  upper surface of the
first adhesive layer 55. A bass material  51 is provided with a base
materia1 adhesive layer 57B formed  by applying a second adhesive composed
of a two-part synthetic  resin contact adhesive to an adhesive surface and
having a  composition of adhering the second adhesive layer 57A of the
surface material 53 and the base material adhesive layer 57B  of the base
material 51. Figure No. 1  


