Abstract of the D sclosure Synthesis of a
Bone- Pol yner Conposite Material A nmethod of producing
a bone-pol ynmer conposite. The method conprises the
steps of providing a plurality of bone particles,

conbi ning the bone particles with a polyner

precursor, and polynerizing the pol yner precursor.
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Abstract of the Disclosure

Synthesis of a Bone-Polymer Composite Material

A method of producing a bone-polymer composite. The method comprises the
steps of providing a plurality of bone particles, combining the bone particles with a

polymer precursor, and polymerizing the polymer precursor.

Figure 1



