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FIG. 2 
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S1: Adding a dispersing agent into deionized water to obtain a 

dispersing agent solution 

S2: Adding an inorganic substance A into the dispersing agent 

solution 

S3: Adding a binder, a thickening agent and a wetting agent into 

the dispersing agent solution obtained in S2, and then performing 

demagnetizing filtration to obtain a coating slurry 

S4: Coating a base membrane with the coating slurry and oven-drying 

same to obtain a high-heat-resistant separator 

 


